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TEST REPORT Page 10f 1
Customer: Report No.: S1-24-6153-P
M/s. SCREWORKS-STRATUS STEEL PVT. LTD. Report Date: 06-12-2024
Ground, Godown No. 8, Omkar Warehousing, Job. No.: ELP-24-25-16773
Phursungi Pune-412308 Sample Received Date: 02-12-2024
Date Of Completion: 02-12-2024

Customer Ref. No. & Date: - 02-12-2024

Samples not drawn by ELCA

Product Specification: --

Sample Description: SAMPLE NO. 1, CROSS RECESSED WAFER HEAD 10-16 X 19 MM, SPECIFICATION :
ISO 10666

SHEAR LOAD TEST
Discipline Mechanical Group MECHANICAL PROPERTIES OF METALS
Test Method : ASTM A370:2024
Tested At Testedon: 02-12-2024

Parameter Result

Shear load in kN 9.20

Witnessed by: Swapnil Mathurkar of M/s. BVIL
****#*END OF REPORT******
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Checked By ' Authorised Signatory
Indrayani (S.B.Deshmukh {Wmﬂ
(General Manager/DyHuality Manager)

Note : The above test results are not covered under our scope accredited by NABL

1. This report relates only to the sample(s) submitted and tested. 2. Sample(s) are submitted by the customer and nct drawn by ELCA QUALITY
SYSTEMS & CALIBRATIONS PVT. LTD. 3. Report shall not be reproduced, except in full without prior written permission of ELCA QUALITY
SYSTEMS & CALIERATIONS PVT. LTD. 4. Any correction to report without authorization invalidates report. 5. The details documented in the “Sample
Description” are as provided by the customer in their challan/letter/Test Request. 6. While ELCA has made best endeavors to provide accurate and
reliable information, liability of ELCAis limited to the value of the testing charges billed for the respective sample and ELCA is not responsible for any  (Cthers Terms & Candtions Overieaf)
financial liability due to any act of omission or error. Format : EQC/7.8/2



